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NOTES:
1. * Denotes critical item for lot inspection.
2. No burrs or loose chips. *
3. Material: 1010 Carbon steel, case harden. *
4. Finish: Zinc 3.8 um min., bake 4 hours min. at 190°C to 220°C within three hours after applying zinc
per ASTM B 633, and apply clear chromate. *
5. Material and finish must comply with European Union Restriction of Hazardous
Substances Directive 2002/95/EC (RoHS). *
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